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Composition: 27% polyester, 73% vinyl on polyester

Mesh Weight: 14.1 (oz/yd?)

Fabric Thickness (in): .032

Openness Factor: Approximately 10%

UV Blockage: Approximately 90%

Breaking Strength (Ibs/in): 359 Warp, 124 Fill

Stiffness (mg): 495 Warp, 192 Fill

Fire Classification: California Technical Bulletin 117
Sect. E. Part 1, NFPA 101 (Class A Rating), and
UBC (Class 1)

Composition: 25% polyester, 75% vinyl on polyester

Mesh Weight: 12.5 (0z/yd?)

Fabric Thickness (in): .032

Openness Factor: Approximately 10%

UV Blockage: Approximately 90%

Breaking Strength (Ibs/in): 334 Warp, 80 Fill

Stiffness (mg): 543 Warp, 151 Fill

Fire Classification: California Technical Bulletin 117
Sect. E. Part 1, NFPA 101 (Class A Rating), and
UBC (Class 1)

Composition: 25% polyester, 75% vinyl on polyester

Mesh Weight: 12.5 (0z/yd?)

Fabric Thickness (in): .032

Openness Factor: Approximately 10%

UV Blockage: Approximately 90%

Breaking Strength (Ibs/in): 334 Warp, 80 Fill

Stiffness (mg): 543 Warp, 151 Fill

Fire Classification: California Technical Bulletin 117
Sect. E. Part 1, NFPA 101 (Class A Rating), and
UBC (Class 1)

Composition: 27% polyester, 73% vinyl on polyester

Mesh Weight: 14.1 (oz/yd?)

Fabric Thickness (in): .032

Openness Factor: Approximately 7%

UV Blockage: Approximately 93%

Breaking Strength (Ibs/in): 359 Warp, 124 Fill

Stiffness (mg): 495 Warp, 192 Fill

Fire Classification: California Technical Bulletin 117
Sect. E. Part 1, NFPA 101 (Class A Rating), and
UBC (Class 1)

Composition: 25% polyester, 75% vinyl on polyester

Mesh Weight: 12.5 (0z/yd?)

Fabric Thickness (in): .032

Openness Factor: Approximately 7%

UV Blockage: Approximately 93%

Breaking Strength (Ibs/in): 334 Warp, 80 Fill

Stiffness (mg): 543 Warp, 151 Fill

Fire Classification: California Technical Bulletin 117
Sect. E. Part 1, NFPA 101 (Class A Rating), and
UBC (Class 1)

Composition: 25% polyester, 75% vinyl on polyester

Mesh Weight: 12.5 (oz/yd?)

Fabric Thickness (in): .032

Openness Factor: Approximately 7%

UV Blockage: Approximately 93%

Breaking Strength (lbs/in): 334 Warp, 80 Fill

Stiffness (mg): 543 Warp, 151 Fill

Fire Classification: California Technical Bulletin 117
Sect. E. Part 1, NFPA 101 (Class A Rating), and
UBC (Class 1)

Composition: 25% polyester, 75% vinyl on polyester

Mesh Weight: 12.5 (oz/yd?)

Fabric Thickness (in): .032

Openness Factor: Approximately 7%

UV Blockage: Approximately 93%

Breaking Strength (lbs/in): 334 Warp, 80 Fill

Stiffness (mg): 543 Warp, 151 Fill

Fire Classification: California Technical Bulletin 117
Sect. E. Part 1, NFPA 101 (Class A Rating), and
UBC (Class 1)

Composition: 28% polyester, 72% vinyl on polyester

Mesh Weight: 14.3 (oz/yd?)

Fabric Thickness (in): .039

Openness Factor: Approximately 10%

UV Blockage: Approximately 90%

Breaking Strength (lbs/in): 341 Warp, 175 Fill

Stiffness (mg): 673 Warp, 506 Fill

Fire Classification: California Technical Bulletin 117
Sect. E. Part 1, NFPA 101 (Class A Rating), and
UBC (Class 1)

Composition: 28% polyester, 72% vinyl on polyester

Mesh Weight: 14.3 (oz/yd?)

Fabric Thickness (in): .039

Openness Factor: Approximately 10%

UV Blockage: Approximately 90%

Breaking Strength (lbs/in): 341 Warp, 175 Fill

Stiffness (mg): 673 Warp, 506 Fill

Fire Classification: California Technical Bulletin 117
Sect. E. Part 1, NFPA 101 (Class A Rating), and
UBC (Class 1)

Composition: 28% polyester, 72% vinyl on polyester

Mesh Weight: 14.3 (oz/yd?)

Fabric Thickness (in): .039

Openness Factor: Approximately 10%

UV Blockage: Approximately 90%

Breaking Strength (lbs/in): 341 Warp, 175 Fill

Stiffness (mg): 673 Warp, 506 Fill

Fire Classification: California Technical Bulletin 117
Sect. E. Part 1, NFPA 101 (Class A Rating), and
UBC (Class 1)






